


 

December 30, 2010 
Our Project Number: 14689 

Mohs Hardness Test Results 

 

   
 
 
 
 
 
 
 
 

 

 

METRO TESTING LABORATORIES LTD. 

TOLL FREE: 1.877.436.9117 

Materials, Geotechnical & Environmental Engineering  .  Inspection & Testing  
Quality Management  .  Mobile Laboratory Facilities 

   
-Servicing British Columbia’s Construction Industry Since 1987- 

www.metrotesting.ca 

 

 
Figure 1: Rock samples chosen 

 
 
 
 
 

 
 
 
 

1 

3 
2 

4 
5 

6 


